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BOF Specification no SyB-1S01-56 for Rifte Grease.
Standard Handbook for Mechanical Engineers.

Fuchs Product lnformation Brochure for'Renolit FEp, product code 503
Mobil Product Guide'Mobilux Ep.

Meghna Petroleum Ltd. Brochure for'Bp Anergrease LS and LSEP.
Shell Lubricants Handbook.

Composition: g parts of pX-6 and 1 part of Bees wax (100% pure)

Characteristics of pX-1 1 :

a. Base

b. Penetration worked at 25oC

c. Reaction

d. Corrosion test (Steel specimen, 1000 C, 3 hours
e. Ash Content

f. Acidity

g Dropping point oC

11

Lithium

265- 295

Neutral or alkalescent.

No corrosion should appear

0.05 % (Max)

0.35 mg KOH/gm (Max)

180 - 190

03 Other Terms and Conditions

3 Before preparation of Grease pX_1 1, its main constituents/ingredients i.e pX_6 andBees wax must be submitted separately to inaf for inspection and approval. The acceptedingredients will be mixed in presence of lA&E ,"pr"r"nt"iive for preparation of Grease pX _1 1.

b. The grease should be procured from any authorized manufacturer of BangladeshPetroleum Corporation and should ensure the following point..

(1) Container used in packing should be new, cleaned and sealed.

(2) Quality Certificate from the manufacturer with the results conforming the
specified quality of their standard products shouid be submitted.

(3) Warranty/Guarantee certificate should be submitted to the effect that the
store will not deteriorate during use at least for 01 (one) year.

(4) Description of the store with nomenclature, date of production and name
of manufacture should be printed on each container.

c. Authority Holding Sealed particulars :Cl, lA&E Gazipur Cantt.

d. lnspecting Officer : Cl,lA&E or his authorized representative

e : Before bulk
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